PORCELANICO

PORCELAIN TILES

SERIE REFERENCIA NORMA
SERIES REFERENCE 03| DIN 51097
ALt Avjee
| ABADIA ROJO, FUEGO, SALMON, BLANCO | <02% | »50N/mm? Resiste | Resiste 5 GA GA | GIA | W Resiste | R-9 | Clase 1
| ABADIA ANTISLIP  ROJD, FUEGO, SALMON, BLANCO | <02% | »50 N/mm? | Resiste | Resiste 5 GA GA | BLA | N | Resiste R11 | | Clase2 | &
| AMAZONIA | FRESNO, ROB, CAST., AZAHAR, ENC, EBAND| <02% | »50 N/mm® Resiste | Resiste 5 GA | GA | GLA IV Resista R0 [Clase1 | T
| AMAZONIA ANTISLIP FRESNO, ROB, CAST., AZAHAR, ENC, EBANO < 02% | »50 N/mm® Resiste | Resiste 5 GA GA | BLA | N | Resiste Rl | Clase3 | 580
ALPACA BLANCO, BEIGE, OCRE, GRIS | <02% | »50N/mm? Resiste | Resiste 5 GA GA | BLA | W Resiste = - | | Clased |
| ALTEA | <02% | »50N/mm? | Resiste | Resiste 5 GA GA | GLA v Resiste | - | Clase 1
|ALTEAPULIDD | <02% | »50N/mm? Resiste | Resiste 5 GA GA | BLA | N | Resiste - | Clase 0
| ATLAS | GRIS, BEIGE, BCO, NEGRO | <02% | »50 N/mm? | Resiste | Resiste 5 GA GA | BLA | N | Resiste R0 | Clase 1 | T3
| ATLASPULIDO | GRIS, BEIGE, BCO, NEGRO | <02% | »50N/mm? Resiste | Resiste 5 GA GA | BLA | N | Resiste - | | Clase 1 | |
| AUSTIN BLANCO, BEIGE, GRIS, ANTRACITA | <02% | >50 N/mm? Resiste | Resiste 5 GA | GA | GLA v Resiste - | Clase 1
| BAHIA | FRESNO, ROB, CAST., AZAHAR, ENC, EBANG <02% | »50 N/mm® | Resiste | Resiste 5 GA GA | BLA | N | Resiste  R11 | | Clase3 | s
| BASILEA | BLANCO, GRIS, ANTRACITA | <02% | »50N/mm? | Resiste | Resiste 5 GA GA | BLA | N | Resiste - | | Clase 1 | T e
' BILBAD | BEIGE | <02% | >50N/mm? | Resiste | Resiste 5 GA GA | BLA | V| Resiste R9 | Clase 1 | T
| BILBAD | CEMENTO, GRIS, ANTRACITA | <02% | »50N/mm? | Resiste | Resiste 5 GA GA | BLA | N | Resiste R | Clase 1 | T
BILBAO PULIDO | BEIGE | <02% | >50 N/mm? | Resiste | Resiste 5 GA | GA | GLA v Resiste - | Clasen | 10,50
| BILBAD PULIDD CEMENTO, GRIS, ANTRACITA | <02% | 50 N/mm? Resiste | Resiste 5 GA GA | GLA | I | Resiste - | Clasen | 10,5
' BOSTON " BLANCO | <02% | >50 N/mm? | Resiste | Resiste 5 GA GA | GLA | IV | Resiste | Clase 1 | 2150
' BOSTON | GRIS, ANTRACITA, CEMENTO, BEIGE | <02% | >50 N/mm? Resiste | Resiste 5 GA | GA | GLA IV | Resiste [Clase1 | T e
| CANAIMA | CIP, SEC, DLI, CED, BA, ENC, OLM, WE, ABE| <02% | »50 N/mm® Resiste | Resiste 5 GA GA | BLA | I | Resiste R | Clase 1 | |
CANAIMA ANTISLIP |~ CIP, SEC, OLI, CED, BA, ENC, OLM, WE <02% | >50 N/mm? Resiste | Resista 5 GA | GA | GLA v Resiste  R-11 |clsea | B 510
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CAUCASO BEIGE, GRIS, CEMENTO <02% | >50 N/mm? Resiste  Resista 5 GA | GA | GILA v Resiste - Clase 2
| CAUCASO 20MM | BEIGE, CEMENTO | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  RI0 | Clase 3
| COLUMBIA 45 | BLANCO | <02% | »50N/mm? Resiste  Resiste 5 GA GA | GLA v Resiste - | Clase 0
| COLUMBIA 45 | GRIS, BEIGE, ANTRACITA, MARRON | <02% | >50N/mm? Resiste  Resiste 5 GA GA | GLA W Resiste E: | Clase 0
| CUBANA | ABETO, BAMBU, CEDRD, CIPRES | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-9 | Clase 1
| CUBANA | OLIVO, OLMO, SEMOYA, WENGUE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste ~ R-9 | Clase 1
| DAINO | GRIS, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | LA v Resiste - | Clase 0
| DOCK 20MM | GRIS, ANTRACITA | <02% | »50N/mm? Resiste Resiste 5 GA GA | GLA v Resiste R0 | Clase 3
| DOCK 20MM BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA Ga | GLA v Resiste R0 | Clase3
| ESCANDINAVIA | PINO, ABEDUL, CEREZO, CASTARD, | <02% | >50N/mm? Resiste | Resiste 5 GA G | 6LA v Resiste  R-9 | Clase 1
|ESCANDINAVIA | SAUCE, NOGAL, ALMENDRO | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste - | Clase 1
|ESCANDINAVIA | ROSA | <02% | >50 N/mm? Resiste = Resiste 5 GA | GA | GLA | W Resiste - | Clase 1 |
| ESTAMPA | OCRE, ROJO, GRIS, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-9 | 04 057 | Clasel |
FOLKSTONE BLANCO, BEIGE, GRIS, MARENGO, NEGRO | <0,2% | »50 N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste | 071 044 | Clase 1
| FOLKST. ANTISLIP | BLANCO, BEIGE, GRIS, MARENGO, NEGRO | <02% | »50 N/mm?® Resiste | Resista 5 GA GA | 6LA v Resiste R-9 | 080 071 | Clase2
| FORUM | MARRON, NEGROD, ANTRACITA | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA i Resiste  R-9 | 043 059 | Clasel
| FORUM | BLANCO, GRIS, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-9 | 043 059 | Clsel
| GRANADA | BEIGE, GRIS, GRAFITO | <02% | »50N/mm’ Resiste Resiste 5 GA GA | GLA v Resiste - | 0& 041 | Clase0
| GRANADA CAMEL | <02% | >50N/mm? Resiste | Resiste 5 GA Ga | GLA v Resista - | 04 041 | Clase0
MOTRIL, GENIL, BAILEN | <02% | -50N/mm? Resiste | Resiste 5 GA GA | 6LA v Resiste - | 04 041 | Clase0
| GUAYTANA AZUL, MARRON | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA i Resista - | 088 047 | Clase0
| GUAYANA | BEIGE, BLANCO, SALMGN | <02% | 50 N/mm? Resista = Resiste = & GA | GA | BLA | ¥ Resiste = - | 088 047 | Clase0 |
| HANDI | NEGRO | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA it Resiste - | 075 05& Clase0
| HANDI BEIGE, ROJO | <02% | >50N/mm? Resiste | Resiste 5 GA GA | LA v Resiste = - | 075 056 | Clase0
| HANDI | BLANCO | <02% | -50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste = - | 075 056 | Clase0
| HAFNID | NEGRD, COBRE, BLANCO | <02% | >50M/mm' Resiste Resiste | & GA GA | 6B v Resiste  R-11 | 043 058 | Clase 1
| HOMESTONE | BLANCO, NEGRO, BEIGE | <02% | »50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-10 | 075 048 | Clase1 | T
| HOMESTONE | TABACO, GRIS, MARENGO | <02% | »50N/mm? Resiste | Resiste 5 GA GA | LA v Resiste  R-10 | 075 048 | Clase1 | T
| JURA GRIS, BEIGE, BLANCO | <02% | >50N/mm? Resiste | Resiste 5 GA G | 6La v Resiste - | 070 044 | Clase1 | [
| JURA PULIDO | GRIS, BEIGE, BLANCO | <02 | >50N/mm? Resiste Resiste | & GA GA | GLA v Resiste = - | 041 058 | Clase0
| ICARIA | BCO, BGE, OCRE, ANTRACITA | <02% | >50N/mm? Resiste Resiste | & GA GA | GLA v Resiste  R-11 | 088 079 | Clase1 | [
| INDIA 45 | MARRON, BLANCO, BEIGE, AZUL | <0#% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste - | 0@ 049 | Clased | |
| KANSAS | GRIS, ANTRACITA, MARRON | <02% | >50N/mm? Resiste  Resiste 5 GA GA | GLA 1] Resiste R-9 | 071 059 | Clased
| KANSAS BLANCO, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste R | 071 059 | Clase0
| KIDAL | ANTRACITA, MARRON | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA Il Resiste ~ - | 073 055 | Clase(
| KIDAL | BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste - | 073 055 | Clase0
| KIDAL | BLANCO | <02% | »50N/mm’ Resiste | Resiste 5 GA GA | GLA v Resiste = - | 073 055 | Clase0
| KRIMISS | IVORY, BEIGE, SINTER | <02% | >50N/mm? Resiste  Resiste 5 GA G | GLA W Resiste - | o72 045 |Clase
| KRIMISS PULIDO | IVORY, BEIGE, SINTER | <02% | -50N/mm? Resiste | Resiste 5 GA Ga | LA v Resiste = - | 072 051 | Clase0
| KYOTO | BCO, BGE, GRIS, ANTRACITA | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste | 073 041 | Clase0
| KkYOTO | MARRGN | <02% | »50N/mm? Resiste | Resiste 5 GA | GA | BLA | I Resiste | | 073 041 | Clased |
| LIEJA | BLANCO, CREMA, MARRON, NEGRO | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-9 | 073 043 | Clasel
| MARMARA | BEIGE, BLANCO | <02% | s50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste - | 076 047 | Clase0
| MEKONG | NEGRO | <02% | -50MN/mm? Resiste | Resiste 5 GA GA | GLA 1 Resiste R-9 | 072 056 | Clase1
| MEKONG | BLANCO, AZUL, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-9 | 072 056 | Clase1
| MELTEMI | BLANCD, NEGRO | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste = - | 071 048 | Clasel
| MILAN | BLANCO, BEIGE, PERLA | <02% | »50N/mm? Resiste | Resiste 5 GA GA | 6LA v Resiste - | 078 072 | Clase1
| MILAN | MARRON, AZUL, ANTRACITA | <02% | »50N/mm? Resiste | Resiste 5 GA GA | 6LA i Resiste - | 078 072 | Clase1
| MIRAMBEL | NEGRD, GRIS, ANTRACITA, MARRON | <02% | >50N/mm? | Resiste | Resiste 5 GA Ga | GLA - Resiste | - | - | - | -
| NEPAL 45 | BLANCO, GRIS, BEIGE, TABACO | <02% | »50N/mm? Resiste | Resiste 5 GA G | GLA v Resiste | | 074 048 | Clase 1
| NUMANCIA | BLANCO, BEIGE ) | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste = - | 070 062 | Clasel
| NUMANCIA | GRIS | <02% | »50N/mm? Resiste | Resiste 5 GA G | GLA v Resiste - | 070 042 | Clase1
NUMANCIA PULIDD | BLANCO, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | 6LA v Resiste - | 04 040 | Clase0
| NUMANCIA PULIDO | GRIS | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste - | 04 040 | Clase0
| DRENSE | GRIS, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-10 | 083 076 | Clasel
' ORENSEANTISLIP | GRIS, BEIGE | <02% | >50 N/mm? Resiste = Resiste 5 GA | GA | GLA | ¥ Resiste  R-13 | 1,07 104 |Clased | C
| PALACE | PULPIS, RODAS | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA i Resiste - | 077 043 | Clased |
| PALACE TAMIR ORO/BGE, IND, CARR, MADRAS | <02% | »50 N/mm?® Resiste | Resista 5 GA Ga | 6LA v Resiste - | 077 043 | Clase0
| PALACE | CREMA, MALAGUITA, BURDECS, ALICANTE | <0,2% | »50 N/mm? Resiste | Resiste 5 GA G | GLA v Resista - | 077 043 | Clase0
| PALACE | AGATA | <02% | >50N/mm? Resiste | Resiste 5 GA GA | BLA | W Resiste - | 071 048 | Clase0
| PALMIRA 45 | BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste | 075 042 | Clase0
| PALMIRA 45 | MARRGN | <02% | »50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste | 076 041  Clased
| PATAGONIA FRESNO, ROB, CAST, AZAHAR, ENC, EBANO| <0,2% | »50 N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-9 | 071 047 | Clase1 | 350
| PRAGA | GRIS, BEIGE, BLANCO, MARRON | <02% | s50N/mm? Resiste | Resiste 5 GA GA | LA v Resiste = - | 075 057 | ClaseD | [
| RECIFE | FRESNO, ROB, CAST, AZAHAR, ENC, EBAND| <02% | »50 N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-11 | 072 070 | Clase3 | e
| SAPHIRE | BEIGE, BLANCO o | <02% | »50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste - | 088 047 | ClaseD | |
| SAPHIRE | MARRGN | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA i Resiste - | 088 047 | Clase0
| SINTRA BEIGE, GRIS, ANTRACITA | <02% | >50N/mm? | Resiste | Resiste 5 GA Ga | 6La v Resiste  R-10 | 096 084 | Clasel | [
| SINTRAANTISLIP | BEIGE, GRIS, ANTRACITA | <02% | -50N/mm? Resiste | Resiste 5 GA G | 6LA v Resiste  R-12 | 102 09 | Clase2 | | 3
| SKYLINE | BEIGE, BLANCO, GRIS, MARENGO | <0#% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste ~ R-9 | 083 072 | Clasel | R
" SUPREME [ | <02% | >50N/mm? Resiste | Resiste 5 GA | GA | GLA | N Resiste - | 073 070  Clase1 | [
| SUPREME PULIDD | | <02% | >50N/mm? Resiste | Resiste 5 GA Ga | GLA v Resiste - | 049 045 | ClaseD |
| VANADIO MARRON, OCRE, NEGRO | <02% | >50N/mm? Resiste | Resiste 5 GA GA | 6LB v Resiste  R-9 | 080 071 | Clase1
| VANADIO | BLANCO, BEIGE | <02% | >50N/mm? Resiste | Resiste 5 GA GA | GLA v Resiste  R-9 | 071 043 | Clsel
| ZUMAIA | NEGRO, GRIS, OCRE, MARENGD, MARFIL | <0,2% | »50 N/mm® Resiste | Resiste 5 GA GA | GLA v - Resiste, R-10 076 043 | Clasel 220



